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TEST REPORT 

 

Reference No. ....................  : WTF21F09102199C 

Applicant ............................  : Mid Ocean Brands B.V. 

Address ..............................  : 7/F., Kings Tower, 111 King Lam Street, Cheung Sha Wan, Kowloon, 

Hong Kong 

Manufacturer ......................  : 116737 

Sample Name .....................  : Jumping Rope in Cotton Pouch 

Model No. ...........................  : MO6140 

Labelled Age Grading. ......  : 3+ 

Test Requested..................  : For compliance with the European Standard on Safety of Toys: 

- EN 71-1:2014+A1:2018  Mechanical and physical properties 

- EN 71-3:2019+A1:2021 Migration of Certain Elements Tests 

Test Method .......................  : Please refer to next page (s) 

Test Conclusion ................  : Please refer to next page (s) 

Date of Receipt sample .....  : 2021-09-24 

Date of Test ........................  : 2021-09-24 to 2021-09-30 

Date of Issue ......................  : 2021-09-30 

Test Result .........................  : Please refer to next page (s)   

Remarks: 

The results shown in this test report refer only to the sample(s) tested; this test report cannot be 

reproduced, except in full, without prior written permission of the company. The report would be invalid 

without specific stamp of test institute and the signatures of compiler and approver. 

If the report is not stamped with the accreditation recognized seal, it will only be used for scientific 

research, education, and internal quality control activities, and is not used for the purpose of issuing 

supporting data to the society. 

Prepared By: 

Waltek Testing Group (Foshan) Co., Ltd. 
Address: No.13-19, 2/F., 2nd Building, Sunlink International Machinery City,  

Chencun, Shunde District, Foshan, Guangdong, China 

Tel:+86-757-23811398   Fax:+86-757-23811381   E-mail:info@waltek.com.cn 

 

 Compiled by:   Approved by: 

 

 

Rena.Chen / Project Engineer  Dino. Zhang / Technical Manager 
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Test Result:  

1) Part 1: Mechanical and physical properties 

Section Description Result 

4 GENERAL REQUIREMENTS -- 

4.1 Material cleanliness Pass 

4.7 Edges Pass 

4.8 Points and metallic wires Pass 

7 Warnings, markings and instructions for use -- 

7.1 

General 

Remark: Warnings on toys shall not be misleading or incorrect. Toys intended for 

children under 36 months shall comply with the requirements in Clause 5 of this 

standard. A warning on a toy or its packaging does not release the manufacturer or 

his authorized representative from the obligation to meet these requirements. The 

warnings shall be preceded by the words „Warning‟ or „Warnings‟, as appropriate. 

Pass 

See Remark 

7.2 

Toys not intended for children under 36 months 

Remark: Toys which are not intended for, but might be dangerous for children 

under 36 months shall bear a warning, for example: “Not suitable for children under 

36 months” or “Not suitable for children under three years” together with a brief 

indication of the specific hazard calling for this restriction. The age warning shall be 

clearly legible at the point of sale of the product and appear either on the toy itself 

or on its retail packaging. The indication of the specific hazard may appear on a 

leaflet or in the instructions for use. 

Pass 

See Remark 
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LABELING REQUIREMENT(WASHING/CLEANING INSTRUCTION,CE MARK, IMPORTER/ 

MANUFACTURER NAME AND ADDERSS, PRODUCT IDENTIFICATION)ACCORDINGTO THE 

DIRECTIVE 2009/48/EC-SAFETY OF TOYS 

Summary table: 

Information Observation Result Location 

Washing/Cleaning instruction Not applicable -- 

CE mark Existing Packaging 

Importer‟s Name Absent -- 

Importer's address  Existing Packaging 

Manufacturer‟s Name Absent -- 

Manufacturer's address Absent -- 

Product ID Existing Packaging 

 

 

Note: 

1. According to Directive 2009/48/EC, a toy intended for use by children under 36 months must be designed 

and manufactured in such a way that it can be cleaned. A textile toy must, to this end, be washable, except if it 

contains a mechanism that may be damaged if soak washed. The manufacturer should, if applicable, provide 

instructions on how the toy has to be cleaned. 

2. CE marking should be visible from outside the packaging and its height must be at least 5mm. 

3. Manufacturer‟s and Importer‟s name, registered trade name or registered trade mark and the address at 

which the manufacturer can be contacted must be indicated on the toy or, where that is not impossible, on its 

packaging or in a document accompanying the toy. 

4. Manufacturers must ensure that their toys bear a type, batch, serial or model or other element allowing their 

identification, or where the size or nature of the toys does not allow it, that the required information is provided 

on the packaging or in a document accompanying the toy. 
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2) EN71-3:2019+A1:2021 Migration of Heavy Metal Test  

Test method: As per European Standard on Safety of toys EN71-3:2019+A1:2021, determined by ICP-MS, 

GC-MS and IC-ICP-MS. 

 

A. Category (III): Scraped-off toy material.  

 

 

Note:  

(1) Sol. = Soluble 

(2) mg/kg = milligram per kilogram 

(3) LOQ = Limit of quantitation 

(4) ND = Not Detected (lower than LOQ) 

(5) Soluble chromium(III)=Soluble total chromium-Soluble chromium(VI) 

(6) Confirmation test of Soluble Chromium(III) & Chromium(VI) is not required in case Soluble Total 

Chromium is not detected (lower than LOQ). Soluble Chromium(VI) is reported as Soluble Total 

Chromium. 

(7) Confirmation test of Soluble Organic Tin is not required in case Soluble Tin is not detected (lower than 

LOQ). Soluble Organic Tin is reported as Soluble Tin. 

 

 

Test Items 
Result (mg/kg) LOQ 

(mg/kg) 

Upper Limit 

(mg/kg) No.1 No.2 No.3 No.4 

Sol. Aluminium (Al) ND ND ND ND 50 28130 

Sol. Antimony(Sb) ND ND ND ND 10 560 

Sol. Arsenic(As) ND ND ND ND 5 47 

Sol. Barium(Ba) ND ND ND ND 50 18750 

Sol. Boron(B) ND ND ND ND 50 15000 

Sol. Cadmium(Cd) ND ND ND ND 5 17 

Sol. Chromium(III)(Cr(III)) ND ND ND ND 5 460 

Sol. Chromium(VI)(Cr(VI)) ND ND ND ND 0.02 0.053 

Sol. Cobalt(Co) ND ND ND ND 10 130 

Sol. Copper(Cu) ND ND ND ND 50 7700 

Sol. Lead(Pb) ND ND ND ND 5 23 

Sol. Manganese(Mn) ND ND ND ND 50 15000 

Sol. Mercury(Hg) ND ND ND ND 10 94 

Sol. Nickel(Ni) ND ND ND ND 10 930 

Sol. Selenium(Se) ND ND ND ND 10 460 

Sol. Strontium(Sr) ND ND ND ND 50 56000 

Sol. Tin(Sn) ND ND ND ND 4.9 180000 

Sol. Organic Tin ND ND ND ND 4.9 12 

Sol. Zinc(Zn) ND ND ND ND 50 46000 

Conclusion Pass Pass Pass Pass -- -- 
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B. Categories of various toy materials:  

Category I: Dry, brittle, powder like or pliable 

Solid toy material from which powder-like material is released during playing and semi-solid materials that 

may also leave residues on the hands during play. The material can be ingested. Contamination of the hands 

with the material may contribute to the oral exposure of the material. (e.g. the cores of colouring pencils, 

chalk, crayons, modelling clays and plaster). 

Category II: Liquid or sticky 

Fluid or viscous toy material, which can be ingested or to which dermal exposure may occur during playing. 

(e.g. liquid paints, finger paints, liquid ink in pens, glue sticks, slimes, bubble solution). 

Category III : Scraped-off 

Solid toy material with or without a coating, which can be ingested as a result of biting, tooth scraping, 

sucking or licking. (e.g. coatings, lacquers, plastics, paper, textiles, glass, ceramic, metallic, wooden, bone , 

leather and other materials). 

 

 

 

Specimen Description:  

No.1: White fabric rope 

No.2: Beige wooden handle 

No.3: Beige fabric drawstring 

No.4: Beige fabric bag 

 

 

 

Sample photo:  
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Photograph of parts tested:  

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

====== End of Report ====== 
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Test Report

Report No. : AGC05443210904-001

SAMPLE NAME : Cotton skipping rope

MODEL NAME : MO6140

APPLICANT : MID OCEAN BRANDS B.V

STANDARD(S) : Please refer to the following page(s).

DATE OF 
ISSUE  : Sep.27, 2021

Attestation of Global Compliance (Shenzhen) Std & Tech Co., Ltd.
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Applicant : MID OCEAN BRANDS B.V

Address :
7/F, Kings Tower, 111 King Lam Street, Cheung Sha Wan, Kowloon, 
Hong Kong.

Test Site :
2/F., Building 2, Sanwei Chaxi Industrial Park, Sanwei Community, 
Hangcheng Street, Bao'an District, Shenzhen, Guangdong, China

Report on the submitted sample(s) said to be:
Sample Name : Cotton skipping rope
Model : MO6140
Vendor code : 116737
Country of Origin : CHINA
Country of Destination : EUROPE
Age Grading : 3+
Sample receiving state : Normal  
Sample Received Date : Sep.23, 2021
Testing Period : Sep.23, 2021 to Sep.27, 2021

Test Requested: Conclusion

(1) European Standard on Safety of Toys:

- EN 71-2:2020 – Flammability of Toys Pass

Approved by：

Qinlianzhi, Reed

Laboratory Supervisor
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Test Result(s):
European Standard on Safety of Toys

 1:EN 71 Part 2:2020 - Flammability of Toys

Clause Description Result

4 Requirements

4.1 General Pass

4.2 Toys to be worn on the head N/A

4.2.1 General N/A

4.2.2
Beards, moustaches, wigs, etc, made from hair, pile or material with similar 
features (e.g. freehanging ribbons, paper or cloth strands), which protrude more 
than or equal to 50 mm from the surface of the toy

N/A

4.2.3
Beards, moustaches, wigs etc. made from hair, pile or material with similar 
features (e.g. freehanging ribbons, paper or cloth strands etc.), which protrude 
less than 50 mm from the surface of the toy

N/A

4.2.4 Full or partial moulded head masks N/A

4.2.5
Flowing elements of toys to be worn on the head (except those covered by 4.2.2 
and 4.2.3), hoods, head-dresses etc. and fabric masks which partially or fully 
cover the head, but excluding those items covered by 4.3

N/A

4.3 Toys disguise costumes and other toys intended to be worn by a child in play N/A

4.4 Toys intended to be entered by a child N/A

4.5 Soft Filled Toys (animals and dolls, etc) with a piled or textile surface N/A

Note: 

N/A=Not Application

Sample Description:

1 Cotton skipping rope
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The photo of the sample

AGC authenticate the photo only on original report 
*** End of Report ***

AGC05443210904-001



                                    

Conditions of Issuance of Test Reports
1. All samples and goods are accepted by the Attestation of Global Compliance (Shenzhen) Std & Tech Co., Ltd. 
(the “Company”) solely for testing and reporting in accordance with the following terms and conditions. The 
company provides its services on the basis that such terms and conditions constitute express agreement between 
the company and any person, firm or company requesting its services (the “Clients”). 
2. Any report issued by Company as a result of this application for testing services (the “Report”) shall be issued 
in confidence to the Clients and the Report will be strictly treated as such by the Company. It may not be 
reproduced either in its entirety or in part and it may not be used for advertising or other unauthorized purposes 
without the written consent of the Company. The Clients to whom the Report is issued may, however, show or 
send it, or a certified copy thereof prepared by the Company to its customer, supplier or other persons directly 
concerned. The Company will not, without the consent of the Clients, enter into any discussion or correspondence 
with any third party concerning the contents of the Report, unless required by the relevant governmental 
authorities, laws or court orders. 
3.The Company shall not be called or be liable to be called to give evidence or testimony on the Report in a court 
of law without its prior written consent, unless required by the relevant governmental authorities, laws or court 
orders. 
4. The non-CMA report issued by AGC is only permitted to be used by the client as internal reference use and 
shall not be used for public demonstration purpose.
5. In the event of the improper use of the report as determined by the Company, the Company reserves the right to 
withdraw it, and to adopt any other additional remedies which may be appropriate. 
6. Samples submitted for testing are accepted on the understanding that the Report issued cannot form the basis of, 
or be the instrument for, any legal action against the Company. 
7. The Company will not be liable for or accept responsibility for any loss or damage however arising from the 
use of information contained in any of its Reports or in any communication whatsoever about its said tests or 
investigations. 
8.Clients wishing to use the Report in court proceedings or arbitration shall inform the Company to that effect 
prior to submitting the sample for testing. 
9. The Company is not responsible for recalling the electronic version of the original report when any revision is 
made to them. The Client assumes the responsibility to providing the revised version to any interested party who 
uses them.
10. Subject to the variable length of retention time for test data and report stored hereinto as otherwise specifically 
required by individual accreditation authorities, the Company will only keep the supporting test data and 
information of the test report for a period of six years. The data and information will be disposed of after the 
aforementioned retention period has elapsed. Under no circumstances shall we provide any data and information 
which has been disposed of after retention period. Under no circumstances shall we be liable for damage of any 
kind, including (but not limited to) compensatory damages, lost profits, lost data, or any form of special, 
incidental, indirect, consequential or punitive damages of any kind, whether based on breach of contract of 
warranty, tort (including negligence), product liability or otherwise, even if we are informed in advance of the 
possibility of such damages.  
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